@ Insufficient depth of sealant
resulting from backer rod
positioned too shallow

resulting in cohesive

@ Excessive depth of sealant s TRy
resulting from backer rod
positioned too deeply
resulting in adhesive failure.

%)

@ Correctly tooled shape
of sealant with depth
1/2 of width.

3-Scenarios:

on sealant and

backer rod placement
for joint applications
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